
 
 
 
 
 
 
 
 
 
Certificate of Quality and Quantity      
 

VESTOLIT®  
Polyvinyl Chloride Emulsion (E-PVC) 
Resin E7006 NT 

 
 
 
 

 
K-Value      DIN EN ISO 1628-2  -  70+/-15 
Water content acc to K. Fischer   DIN 53715             %        <0,3 
 
Sieve analysis –retained on 0,0683 mm sieve DIN EN ISO 4610        %        >50 
 
Sieve analysis –retained on 0,0250 mm sieve DIN EN ISO 4610        %        <25 
 

 
 
 
 
 
 
 


